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Atomically thin films of layered chromium triiodide (CrI3) have recently been regarded as suit-
able candidates to a wide spectrum of technologically relevant applications, mainly owing to the
opportunity they offer to achieve a reversible transition between coexisting in-plane ferro- and out-
of-plane antiferro-magnetic orders. However, no routes for inducing such a transition have been
designed down to the single-layer limit. Here, we address the magnetic response of monolayer CrI3
to in-plane lattice deformations through a combination of isotropic Heisenberg spin Hamiltonians
and first-principles calculations. Depending on the magnitude and orientation of the lattice strain
exerted, we unveil a series of direction-dependent parallel-to-antiparallel spins crossovers, which
yield the emergence of ferromagnetic, Ne´el antiferromagnetic, zigzag and stripy antiferromagnetic
ground states. Additionally, we identify a critical point in the magnetic phase diagram whereby
the exchange couplings vanish and the magnetism is quenched. Our work establishes guidelines
for extensively tailoring the spin interactions in monolayer CrI3 via strain engineering, and further
expands the magnetically ordered phases which can be hosted in a two-dimensional crystal.
Introduction. Over a decade after the first isolation
of graphene [1], the class of two-dimensional materials
currently encompasses a broad range of diverse prop-
erties [2–8]. Among them, the emergence of corre-
lated electron phases, including superconductivity, Mott-
insulating phases, or charge density waves [9–13], has cul-
minated in the discovery of intrinsic magnetism in cer-
tain atomically thin crystals [14, 15]. In these systems,
the pivotal role played by the single-ion anisotropies pre-
serves magnetic order in low dimensions [16], as unam-
biguously demonstrated by the groundbreaking exfolia-
tion of the bulk ferromagnet CrI3 down to the monolayer
limit [17], rapidly followed by the appearance of many
other ultrathin magnets, e.g. Fe3GeTe2, Cr2Ge2Te6,
FePSe3 [14, 15, 18–20]
Within the constantly expanding family of two-
dimensional magnets, semiconducting thin films of CrI3
are arguably the most prototypical members. They ex-
hibit a layered crystal structure, in which Cr atoms
are located at the corners of in-plane honeycomb net-
works and reside in edge-sharing octahedra formed by
I atoms [21]. As far as the magnetism is concerned,
each Cr3+ ion features effective spin 3/2 [22], which in-
teracts with neighboring sites through intra-layer (inter-
layer) ferromagnetic (antiferromagnetic) exchange cou-
plings, as pinpointed by the evolution of the thickness-
dependent hysteretic features reported in recent MOKE
experiments [17]. The competition between ferro- and
antiferro-magnetic couplings in bi- and few-layer CrI3 al-
lows one to switch between these two phases, thereby tai-
loring the nature of the magnetic ground state. This has
been experimentally accomplished through a broad vari-
ety of different techniques, including electrostatic gating
[23], doping [24], applied external pressure [25, 26], off-
plane lattice deformations [27], or adjusting the stacking
patterns of the layers [28, 29]. Such an extensive control
over the magnetism in atomically thin CrI3 holds promise
for the realization of novel ultrathin magnetoelectronic
devices [30–32].
Down to the single-layer limit, however, the lack of
antiferromagnetic interactions across the crystal hinders
the realization of any magnetic order other than the fer-
romagnetic one. In this Letter, we theoretically inves-
tigate the effect of in-plane lattice deformations on the
magnetism of monolayer CrI3. We unveil a series of mag-
netic phase transitions arising from the competition be-
tween symmetry inequivalent Heisenberg exchange cou-
plings in the distorted lattice, which gives rise to both
antiferromagnetic and ferrimagnetic orders, along with a
non-magnetic phase. Overall, our findings provide useful
guidelines for modulating the magnetic properties of CrI3
down to the ultimate limit of atomic thickness through
strain engineering.
Methodology. Our first-principles calculations are
performed within the spin-polarized Density Functional
Theory (DFT) framework, as implemented in vasp
[33, 34]. We adopt the generalized gradient approxi-
mation devised by Perdew, Burke and Ernzerhof [35],
and further include a Hubbard correction U = 1.5 eV
on the d orbitals of Cr atoms [36]. Such an exchange-
correlation density functional ensures an excellent de-
scription of magnetic properties of monolayer CrI3 when
compared to benchmark multireference wavefunction re-
sults [37] and available experimental data [17, 38]. The
cutoff on the kinetic energy is set to 400 eV and the Bril-
louin zone is sampled with a 12 × 12 k-mesh. We deter-
mine the exchange couplings between a pair of magnetic
Cr3+ sites through the well-established four-state method
for energy mapping analysis detailed in Refs. [39, 40].
This approach allows one to determine the exchange cou-
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FIG. 1: Atomic structure of monolayer CrI3, with white and
grey circles representing chromium and iodine atoms, respec-
tively. The 2 × 2 supercell considered in our calculations is
indicated with black dashed lines. The three symmetry in-
equivalent exchange couplings J1, J2, and J3 between Cr
3+
ions are indicated with blue, red, and green solid lines, re-
spectively.
pling between a pair of sites without introducing any ar-
bitrary choice on the magnetic configurations of the su-
percells. For each spin configuration, we optimized the
atomic coordinates until the residual Hellmann-Feynman
forces acting on each atom converge to 0.005 meV/A˚. In
order to properly account for all the relevant exchange
couplings between the nearest neighbors in the distorted
lattice, we consider an atomic model of monolayer CrI3
consisting of a 2 × 2 hexagonal supercell containing 32
atoms. For the calculation of the exchange couplings be-
tween the second- and third-nearest neighbors, on the
other hand, we adopt a 3 × 3 hexagonal supercell con-
taining 72 atoms.
Results and Discussion. We start by describing mag-
netic interactions in unstrained monolayer CrI3. Ac-
cording to our previous quantum chemistry investigation
[37], the isotropic exchange coupling exceeds inter-site
anisotropies in CrI3 by several orders of magnitude. This
indicates that the isotropic Heisenberg Hamiltonian H
which couples the i-th and j-th sites carrying Si and Sj
spins, respectively, is a suitable spin model for the de-
scription of the magnetic exchange interactions in mono-
layer CrI3 [22, 37]. Such a Hamiltonian reads as
H = J
2
∑
〈i,j〉
~Si · ~Sj+ J
′
2
∑
〈〈i,j〉〉
~Sj · ~Sj+ J
′′
2
∑
〈〈〈i,j〉〉〉
~Si · ~Sj (1)
with J , J ′ and J ′′ being the Heisenberg exchange cou-
plings between nearest, second-nearest, and third-nearest
neighbors sites, respectively. We determine J , J ′ and J ′′
to be −1.53 meV, −0.38 meV, and −0.01 meV. In line
with earlier calculations [38], we note that the inter-site
FIG. 2: Evolution of J1 (left panel), J2 (middle panel), and J3
(right panel) with the in-plane a and b lattice deformations
in monolayer CrI3. The exchange couplings are defined ac-
cording to Fig. 1. The black lines indicate the boundaries
between positive and negative couplings, corresponding to
bond-dependent parallel-to-antiparallel spin transitions. The
raw data (given in the Supplementary Information) have been
smoothed with cubic polynomials for visualization purposes.
interactions are primarily dictated by the nearest neigh-
bors exchange coupling J , as the next-nearest neighbors
couplings J ′ and J ′′ are substantially weaker and further
feature the same sign, thereby ruling out any possible
competition between J , J ′, and J ′′ in determining the
magnetic ground state. Hence, in the following we re-
strict our description to nearest neighbors couplings only
(J ′ = J ′′ = 0 meV), according to which Eqn. (1) boils
down to
H = J
2
∑
〈i,j〉
~Si · ~Sj (2)
We systematically investigate the effect of lattice de-
formations on single-layer CrI3 by introducing in-plane
lattice strain along both the a and b directions shown in
Fig. 1. We quantify the relative amount of strain along
each direction as a = (a − a0)/a0 and b = (b − b0)/b0,
with a0 = b0 being the experimental equilibrium lat-
tice constant of 13.734 A˚ in the adopted 2 × 2 super-
cell. We span an interval of lattice strain a = [−8%, 0]
and b = [−8%,+8%] through a 9 × 17 grid. Upon the
introduction of an anisotropic strain (that is, a 6= b),
the honeycomb lattice on which the Cr3+ ions reside is
subjected to a non-symmetric distortion, which gives rise
to the formation of the three inequivalent bonds between
the nearest spin-3/2 centers. Such a symmetry break-
ing, in turn, requires the introduction of three distinct
Heisenberg exchange couplings J1, J2, and J3 (see Fig. 1)
in order to establish the nature of the magnetic ground
state. It is clear that these bond-dependent couplings
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FIG. 3: Magnetic phase diagram of monolayer CrI3 under in-
plane lattice deformations. The spin configurations emerging
in the honeycomb network are also shown, with white and
black circles representing Cr3+ ions carrying opposite mag-
netic moments. Bonds between Cr3+ ions are color-coded
according to Fig. 1. Dashed lines indicate the unit cell
.
become equivalent by symmetry (J1 = J2 = J3) in ei-
ther the unstrained (a = b = 0) or biaxially strained
(a = b 6= 0) lattice. Overall, the determination of J1,
J2, and J3 within the strain grid mentioned above re-
quires over 1800 calculations.
The response of J1, J2, and J3 to lattice deformations
is presented in Fig. 2. While the strain exerted does
not affect the of the local magnetic moments carried by
the Cr3+ ions, it is found to have a strong influence on
the magnitude and sign of the exchange couplings. On
the one hand, tensile strain lowers all of them, hence fur-
ther strengthening the ferromagnetic phase. On the other
hand, lattice compressions are found to increase J1, J2,
and J3 and eventually revert their signs, thereby promot-
ing a bond-dependent parallel-to-antiparallel spins tran-
sition. Indeed, the amount and direction of the lattice
strain which is necessary to promote such a transition
largely differ for the three couplings. Specifically, our cal-
culations indicate that an antiparallel orientation of the
spins along each pair of Cr3+ ions occurs at (a . −1.5%;
b . −1.5%), (b . −5%), and (a . −4.5%) for J1, J2,
and J3, respectively.
Such a pronounced competition between the three
Heisenberg exchange couplings induces the emergence of
a strain-dependent magnetic ground state in monolayer
CrI3. Indeed, six distinct domains can be distinguished
in the space spanned by the lattice strains, depending
on the (relative) signs of J1, J2, and J3. The magnetic
phase diagram of strained CrI3, along with the spin con-
figurations which are realized upon lattice deformations,
are shown Fig. 3. In Domains 1 and 4 , all the ex-
change couplings feature the same sign, yielding a ferro-
magnetic or Ne´el antiferromagnetic ground state, respec-
tively, whereas the other regions exhibit a ferrimagnetic
ground state whereby the equality sgn(J1) = sgn(J2) =
sgn(J3) does not hold. Specifically, Domains 2 and 6
enclose the zigzag antiferromagnetic state, where two ex-
change couplings are positive and one is negative. An op-
posite situation, in which two couplings are negative and
only one is positive, is observed in Domains 3 and 5 ,
therefore giving rise to a stripy antiferromagnetic state.
It is worth noting that these magnetic phases can be re-
alized within a relatively narrow interval of lattice strain
of ∼5% in magnitude – provided that the direction along
which the deformation occurs is carefully controlled –
thereby highlighting a marked interplay between lattice
deformations and magnetic exchange couplings in mono-
layer CrI3. Indeed, the six strain-induced magnetic tran-
sitions encompass all the possible magnetically ordered
phases which can be realized on a honeycomb lattice.
Importantly, we remark that the phase diagram shown
in Fig. 3 displays a singularity located at a ≈ b ≈
−5%. This corresponds to the point in which the domain
boundaries intersect, leading to J1 ≈ J2 ≈ J3 ≈ 0. Ac-
cording to the adopted isotropic Heisenberg spin Hamil-
tonian, such a critical point signals the absence of any
magnetic order. The strain-induced quenching of the
isotropic exchange couplings may be exploited to sin-
gle out the otherwise negligible anisotropic exchange
couplings in monolayer CrI3 [37]. This is of particu-
lar interest in the context of Kitaev physics [41], which
emerges when a large Kitaev-to-Heisenberg coupling ra-
tio is achieved. In our previous work [37], we have quan-
tified the Kitaev parameter K in unstrained monolayer
CrI3 to be−0.08 meV, resulting in a practically negligible
K/J ratio of 0.06. Under appropriate strain conditions
(a ≈ b ≈ −5%), however, we suggest that the K/J
ratio can be enhanced to a great extent, hence driving
monolayer CrI3 in the Kitaev spin-liquid phase, provided
that K remains non-vanishing. Indeed, a recent quantum
chemistry investigation has demonstrated that compres-
sive biaxial strain substantially increases the magnitude
of the ferromagnetic Kitaev coupling in several honey-
comb lattices [42].
Finally, we briefly comment on the dependence of the
exchange couplings on the crystal structure. According
to the rule proposed by Goodenough [43] and Kanamori
[44], the sign of the exchange coupling in superexchange-
dominated magnetic lattices is mainly governed by the
metal-ligand-metal angle. Specifically, depending on
whether such an angle is close to either 90◦ or 180◦,
a parallel or antiparallel spin orientation has to be ex-
pected, respectively. Unstrained CrI3 complies with this
rule [22], as the bond angle ]Cr-I-Cr ≈ 90◦ is accom-
panied by J < 0. In Fig. 4, we present the depen-
dence of the 459 isotropic exchange couplings calculated
in this work on the ]Cr-I-Cr. We observe that a ferro- to
4FIG. 4: Exchange couplings (J) as a function of the
metal-ligand-metal bond angle (]Cr-I-Cr) in monolayer CrI3.
Dashed lines mark the equilibrium values in unstrained CrI3.
Background shaded in red and blue colors marks positive and
negative values of J , respectively, indicating a ferromagnetic
and antiferromagnetic interaction between nearest-neighbors
Cr3+ ions, respectively.
antiferro-magnetic crossover occurs when the bond an-
gle takes values which are lower than 88◦. This is at
odds with the Goodenough-Kanamori rule, according to
which such a crossover should instead take place when
approaching the 180◦ limit. Overall, our results indicate
that the Goodenough-Kanamori rule is not an appropri-
ate guideline to rationalize the magnetism of monolayer
CrI3 subjected to lattice deformations.
Conclusion. In summary, we have combined model
spin Hamiltonians with DFT+U calculations to address
the magnetic response of monolayer CrI3 to in-plane
lattice deformations. We revealed that, depending on
the magnitude and the direction along which the ap-
plied strain is exerted, the ferromagnetic ground state
can be driven into either the Ne´el antiferromagnetic or
ferrimagnetic phases, these latter including both stripy
and zigzag spin configurations. We identified a criti-
cal point emerging at the intersection between the mag-
netic phase boundaries in the strain space whereby the
isotropic Heisenberg exchange couplings vanish, hence
quenching any magnetically ordered phase. To conclude,
our findings open new viable routes for extensively en-
gineering the magnetism of CrI3 through lattice strain
down to the ultimate limit of thickness miniaturization.
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